
3000

1500

1000

0
0 20 40 60 80 100

2500

2000

500

Al Si

T 
[C

]

Mol % Si

Fcc

Liquid

D
ia

m
on

d

Calculated Al-Si phase diagram assessed by 1986Mey
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